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Statem ent

The test report is invalid if it is not affixed the official seal of the laboratory to it.

Copies of the test report without the official seal of the laboratory are invalid.

The test report is invalid without the signatures of compiler, checker and approver.

The test report is invalid if it is blotted out.

It is forbidden to copy the test report partially without the written approval of the

laboratory.

The conclusion of the consignation test is only valid for the provided sample.

The test report has been drafted in Chinese and translated into English (if exist) for

convenience only. In the event of discrepancy, the Chines version shall prevail.

Unless noted otherwise, the test type is consignation test.
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Sample
No.

5888 38R B

SRICI Testing Co. , L td .

Sample Status

1cYc
1CYC Fully charged

1CYC
1CYC Fully charged

1cYC
1CYC Fully charged

1CYC
1CYC Fully charged

25CYC
25CYC Fully charged

25CYC
25CYC Fully charged

25CYC
25CYC Fully charged

25CYC
25CYC Fully charged

This space intentionally
left blank

Name of Test Items

Before

Mass ocv
/g N

313. 49 16. 40
312.51 16.38
313.03 16. 38
313. 14 16. 38
312.42 16.38
312. 82 16.39
313. 64 16. 39
312.79 16. 39

Altitude simulation

Mass

313.44
312.46
312.98
313. 13
312.39
312. 76
313.61

312.80

1

Test Report— A ppendix

" After

ocv

16.38
6.6
16.36
16.36
16.37
16. 37
16. 37

16.37

1 11200500455%6

Mass Loss  Residual

ocv

1% 1%
0.02 9.88
0.02 99.88
0. 2 99.88
0. 0 99.88
0.01 DA
0.2 9.88
0. 01 ®D. 8
0. 0 99.88

Other
Event

0

o O O O o

o



SRICI Testing Co. , Ltd. Test Report— A ppendix 2 1120050456

411

No. ? Name of Test Items Thermal test
Before After
Sample Status Mass Loss  Residual
Sample Mass ocv Mass ocVv OCV  Other
No. /g N /g N 1% /%  Event
001 1CYC1C§§',,y charged 313. 44 16. 38 313. 45 16. 34 0. 00 99. 76 0
002 1CYC1CZUCHY charged 312.46 16.36 312.49 16.32 0. 00 99. 76 0
003 1OYC Fully charged 312. 98 16. 36 313. 02 16. 32 0. 00 99. 76 0
004 107 Rty charged 313. 13 16. 36 313. 12 16. 33 0. 00 99.82 0
005 25C$§°Zﬁ,,y charges 312 39 16.37 312. 38 16.33 0. 00 99. 76 0
006 25C$€’CZ§,W charges 31276 16.37 312. 79 16.33 0. 00 99. 76 0
007 p5cic rully charged 31361 16.37 313. 56 16. 33 0. 02 99. 76 0
008 gocie 312. 80 16.37 312.81 15.82 0. 00 96.64 0

25CYC Fully charged

This space intentionally
u G left blank
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SRICI Testing Co. , L td . Test Report— A ppendix 3 li20050455

5 /11

No. 3 Name of Test Items Vibration
Before After
Sample Status Mass Loss  Residual

Sample Mass ocv Mass ocv ocvV Other
No. Iy v Iy Y 1% 1% Event
001 10 Rty charges 313 45 16. 34 313.59 16. 31 0. 00 99. 82 0
002 1CYC1°§§,,Y harged 312.49 16. 32 312. 58 16. 30 0. 00 99. 88 0
003 100C Rilly charges  313.02 16. 32 313. 13 16. 30 0.00 99.88 0
004 mclcgﬁny charged 313. 12 16.33 313. 23 16. 29 0.00 99. 76 0
005 pscie tully charged 312 38 16. 33 312. 49 16. 30 0. 00 99. 82
006 25C$§°;§,,y charges 312 79 16.33 312.90 16. 30 0. 00 99. 82 0
007 ZSC%‘CZS“Y chargeg  313.56 16.33 313. 70 16. 31 0. 00 99. 88 0
008 25¢c¥e 312.81 15.82 312. 86 15. 75 0.00 99.56 0

25CYC Fully charged

This space intentionally
U left blank



No.

oo

Sample
No.

001
002
003
004
005
006
007

008

SRICI Testing Co. , Lt

gooo
Sample Status

1CYC
1CYC Fully charged

1CYC
1CYC Fully charged

1CYC
1CYC Fully charged

1CYC
1CYC Fully charged

25CYC
25CYC Fully charged

25CYC
25CYC Fully charged

25CYC
25CYC Fully charged

25CYC
25CYC Fully charged

rhis space intentionally
left blank

Name of Test ltems

d. TestR

Before

Mass ocv

., N
313. 59 16. 31
312. 58 16.30
313. 13 16. 30
313. 23 16.29
312.49 16.30
312. 90 16.30
313. 70 16.31
312. 86 15. 75

4

o
Shock
After

Mass [e]eAY)

o N
313.55 16. 31
312.56 16.30
313. 11 16.30
313. 18 16.29
312. 47 16. 30
312.91 16. 29
313. 67 16. 31
312. 88 15. 73

eport— Appendix

4 no. 1120050456
6t
oood
Mass Loss  Residual
ocv Other
1% 1% Event
0. 01 100. 00 0
0. 01 100. 00 0
0. 01 100. 00 0
0.02 100. 00 0
0.01 100. 00 O
0. 00 99.94 0
0.01 100. 00 0
0.00 99.87 0



SRICI Testing Co. , L

No.

Sample No. Sample Status

1cyc
1CYC Fully charged

1CYC

1CYC Fully charged
1CYC

1CYC Fully charged
1CYC

1CYC Fully charged
25CYC

25CYC Fully charged
25CYC

25CYC Fully charged
25CYC

25CYC Fully charged
25CYC

25CYC Fully charged

This space intentionally left
blank

588883888

D- R- F- 0-

td .

5

Test Report— A ppendix 5 11200504

Name of Test Items

Max. External Temperature
IC

56.9
57.2
56.8
57. 1
56.0
57. 1
56.9

58.1

BExtermal short circuit

Other Event

Note: D-Disassembly R-Ruptur F-Fire O-No Disassembly,No Fire & No Rupture.



No.

Sample No.

009

010

Oil

012

013

014

015

016

017

018

D-

SRICI Testing Co.

Sample Status

1CYC 50%

1CYC so% Capacity
1CYC s0%

1CYC s0% Capacity
1CYC 50%

1CYC s0% Capacity
1CYC 50%

1CYC s0% Capacity
1CYC 50%

1CYC s0% Capacity
25CYC 50%

25CYC s0% Capacity

25CYC 50%
25CYC 50% Capacity

25CYC 50%
25CYC 50% Capacity

25CYC 50%
25CYC so% Capacity

25CYC 50%
25CYC 50% Capacity

blank

F- 0-

L

td .

This space intentionally left

6

Name of Test Items

Max. External Temperature

rc

20.4

21.2

20. 5

20.5

20. 7

20.8

22.9

22. 2

21. 1

20. 1

Note: D-Disassembly F-Fire O-No Disassembly & No Fire.

Test Report— A ppendix 6

Impact

Other Event

200504

8/11



Sam ple

019

020

021

022

023

024

025

026

N ote:

SRICI T

This space intentionally left blank

D - F -

D -Disassem bly

esting Co. , L

Sam ple Status

1cYC
1CYC Fully charged

1CYC
1CYC Fully charged

1CYC
1CYC Fully charged

1cYc
1CYC Fully charged

25CYC
25CYC Fully charged

25CYC
25CYC Fully charged

25CYC
25CYC Fully charged

25CYC
25CYC Fully charged

0 -

td .

7

Name of Test Item s

F-Fire O -No Disassem bly & N o Fire.

Test Report— A ppendix 7

Overcharge

O ther Event

0

nnnnnnnnnn



No.

Sample
027
028
029
030
031
032
033
034
035
036
037
038
039
040
041
042
043
044
045
046

D-

No.

SRICI Testing Co. ,

F-

Sample Status

1cYC
1CYC Fully discharged

1CYC
1CYC Fully discharged

1cYC
1CYC Fully discharged

1CYC
1CYC Fully discharged

1cyc
1CYC Fully discharged

1CYC
1CYC Fully discharged

1cYC
1CYC Fully discharged

1CYC
1CYC Fully discharged

1CcYC
1CYC Fully discharged

1cyc
1CYC Fully discharged

25CYC
25CYC Fully discharged

25CYC
25CYC Fully discharged

25CYC
25CYC Fully discharged

25CYC
25CYC Fully discharged

25CYC
25CYC Fully discharged

25CYC
25CYC Fully discharged

25CYC
25CYC Fully discharged

25CYC
25CYC Fully discharged

25CYC
25CYC Fully discharged

25CYC
25CYC Fully discharged

0-

L

td .

Test Report— A ppendix 8

Name of Test Items

Note: D-Disassembly F-Fire O-No Disassembly & No Fire.

Forced discharge

Other Event

0

0

1120050456
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SRICI Testing Co. , Ltd. Test Report— Appendix NO. 1120050456
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