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Consignor: SWIT Electronics Co., Ltd

Shanghai Research Institute Industry Testing Co., Ltd.
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ill  LBSUKB 14 4V 5. 2A0 Bhh

Chinese
Name of Sample CAMERA BATTERY LB-SU75 14. 4V 5. 2Ah BAh
English
1120060535
Sample No.
A ILi
Manufacturer SWMT Electronics Co., Ltd

$
ST/SG/AC. 10/11/Rev. 6 Arend. 1 38. 3 UNITED NATIONS "Recommendations on the TRANSFCRT
Test method CF DANEROLB GXI8" Manual of Tests and Criteria ST/SG/AC. 10/11/Rev. 6 Arend. 1

Section 38.3
r
ST/ISG/AC. 10/11/Rev. 6 Arend 1 38.3 UNITED NATIONS "Recommendations on the TRANSPCRT
Criterion CF DANCHROLB QX5' Manual of Tests and Criteria ST/SG/AC. 10/11/Rev. 6 Arend. 1

Section 38. 3

Appearance Black Plastics cement shell

2020-06-29 2020-07-09  2020-08-06
Accepted Date Test Date
; ; ;o mo ; ; ;
Altitude simulation, Thermal test,Vibration, Shock,External short
Test ltems circuit, impact, Overcharge, Forced discharge

ST/SGAC. 10/11/Rev. 6 Amend. 38. 3
The sample has passed the test items of UNTTED NATIONSJ~J€foranies on the
TRANSFORT CF DANGEROB GOC8" Manual of Tests and Criy"ST\/*AG K | URev. 6

Conclusion ~ Amend 1383 I
I: (Dat"s 0 8 7
r# Rechargeable Lithium Battery. / n A7
Comment
/

Consignor 210042

Address Post Code
Approver: - Checker:

Title- Wice chief engineer)



Name of Test

No.
Iltems
1 R
Altitude
simulation
2 Thermal test
3 Vibration
Shock
5 External short
circuit
6 Impact
! Overcharge
8

Forced discharge

Test Environment
Condition

ny
Subcontracted Test
Condition

Shanghai Research Institute of Chemical Industry

Testing Co., Ltd. Test Report

Standard requirement or The
Clause Number of Standard

1?

a - ?
T. ST/SG/AC. 10/11/Rev. 6 Amend. 1 38-3

T.1
I\ Manual of* Tests and Criteria
ST/SG/AC.10/11/Kev.H Amend. 1 Section
3B. Test T. 1

. 15
P.  ST/SG/AC. 1()/U/Rev.6 Amend. 1 38.3

T.2
L\ Manual of Tests and Criterin
ST/S(J/AC. 10/11/Rev. H Amend. 1 Section
3B. STest T.2

W j=
fe ST/SG/AC. 10/11/Rev. 6 Amcml 1 38.3

T.3

Manual ()Tests and Criteria
ST/SG/AC. 10/11/Rev. H Amend. 1 Section
H Test T.3

ST/SG/AC. 10/ii/Rev.6
T.4
IN Manual of Tests and Criteria
ST/SG/AC. 10/11/Rev. h Amend. 1 Sect ion
3.3 Test T. 4

i
ST/SG/AC. 10/11/Rcv.6 Amend. 1 :

T.5
UN Manual of Tests and Criteria
ST/SG/AC. 10/11/Kov. 6 Amom;l. 1 Section
3.3 Test T.o0

r
STAS(;/AC. 10/U/Rcv. H Amend. 3 U

T.6
I\ Manual of Tests and Criieri<t
ST/SG/AC. 10/11/Rev. 6 Amend. 1 Section
3.3 Test T. 6

ST/SG/AC. 10/H/fev. 6 Anend, T .3

T.7
LA Marumi (¥ TesLs and CrUoria
ST/SG/AC. 10/11/kov. 6 Amend. 1 Sect ion
B.3 Test T.7

r
ST/S(;/AC. 10/11/Rev. H Amc.nd.
T.8
N Manual of Tests and Criteria
ST/SG/AC. 10/11/Rev. H Amend. 1 Section
3. STest T.8

Test Item

Subcontracted Name
Laboratory

Address

38.3

3

.3

Test Result

|
See Appendix 1
2
See Appendix 2
3
See Appendix 3
4
See Appendix 4
S .
See Appendix 5
6
See Appendix 6
7.
See Appendix 7

8
See Appendix 8

20°C-25°C ,
Ambient temperature:20C-25C ;Ambient humidity:/%

Conclusion

WAl

NO. 1120060535

Passed

Passed

Passed

Passed

Passed

Passed

Passed

Passed

Post Code

Tel

Remark
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SRICI Testing Co. , Ltd. Test Report— Appendix 1 no. 1120060535
3/11
1
No. Name of Test Items Altitude simulation
Before After
Sample Status Mass Loss  Residual
Sample Mass ocv Mass ocv ocv Other
No. /9 " /9 v /% /% Event
0L oy iully charged 431.47 6.59  431.38  16.57 0. 02 %.88 0
002 100 by charges  431.55 1656 43154 1654 0. 00 %. 88
008 10 lly charges  4%0-87  16.57  430.90  16.56 0. 00 %. 94
004 100 ity charged  431- 34 16.59  431.29  16.58 0. 01 ®.94 0
005  go0vc il charged  431.00  16.57 43112 16.56 0. 00 %. 94
006 5501 ully chargey 431.53  16.56 43150  16.54 0. 01 %. 88
007 psert totty charged 431 75 6.57  431.68  16.56 0. 02 %. 94
008 soovc bully charges 43147 16.56 43138 16.54 0. 02 ®.88 0
This space intent ionally
left blank

Y D R F o
Note: L-Leakage V-Venting D-Disassembly R-Rupture F-Fire O-No Leakage,No Venting,
No Disassembly,No Rupture & No Fire.



Sample

No.

001

002

003

004

005

006

007

008

U K

This space  intenLionally
left blank Y

L-

SRICI Testing Co. ,

Sample Status

e
10C il Iy charged

€YC
10C hutly cvUkad

rye

1CYC kil ly charged
Icych

1CYC hu1ly charkod
25CYC ii

25CYC 1"ully charged
25CYC

20YC ully charged

25CYC I"ully charged
25CYC u
2CYC I"ully charged

V- D-

Ltd. Test Report— Appendix

Name of Test Items

Mass

431.

431.

430.

431.

431.

431.

431.

431.

38
54
90
29
12
50
68

38

R-

Before

ocv
v

16. 57
16. 54
16. 56
16.58
16.56
16. 54
16.56

16. 54

F-

0-

2

Thermal test

Mass

/g
431.

431.
430.
431.
430.
431.
431.

431.

22

42

73

15

92

33

56

30

After

oCcv

16.

16.

16.

16

16.

16.

16.

16.

v

33

31

33

.30

33

30

32

32

2

Mass Loss

1%

0. 04

0. 03

0. 04

0. 03

0. 05

0. 04

0. 03

0. 02

Note: L-Leakage V-Venting D-Disassembly R-Rupture F-Fire O-No Leakage,No Venting,
No Disassembly,No Rupture & No Fire.

no.1120060535

4/11

Residual

ocv Other

1% Event
98. 55 0
98. 61 0
9. 61 0
9. 31
98. 61 0
98. 55 0
98. 55
98. 67 0



No.

Sample
No.

001
002
003
004
005
006
007

008

This space intentionally

L-

SRICI Testing Co. ,

Sample Status

1CYC
1CYC Tully charged

1cYC
1CYC Tully charged

1CYC
1CYC Tully charged

1cYC
1CYC Tully charged

23CYC U
25CYC I'ully chai'ged

25CYC
25CYC Tully charged

25CYC
20CYC l:ully chai'Ktd

25CYC
25CYC Lully charged

left blank

L D

Name of Test Items

M ass

/g

431.

431.

430.

431.

430.

431.

431.

431.

22

42

15
92
33
56

30

R

Test Report— Appendix

Before

ocv
v

16. 33
16. 31
16.33
16. 30
16. 33
16.30
16.32

16. 32

=

Vibration

Mass
Y
431. 28

431. 44
430. 76
431. 19
430. 95
431. 38
431.58

431. 29

After

oCcv
A%

16. 22

16. 19

16.22

16.20

16.22

16. 20

16.21

16.21

3

Mass Loss

/%

0. 00

0. 00

0. 00

0. 00

0. 00

0. 00

0. 00

0. 00

Note: L-Leakage V-Venting D-Disassembly R-Rupture F-Fire O-No Leakage,No Venting,
No Disassembly,No Rupture & No Fire.

Residual
ocv
/%

99. 33

99. 26

9. 33

99. 39

.33

. 39

.33

8 8 8 8

33

no.1120060535

5/11

Other
Event

0

0



No.

Sample
No.

001
002
003
004
005
006
007

008

SRICI Testing Co. ,

Sample Status

1cYC

1CYC kully cdharged
ICYC

LYC hully charged

10YC

ICYC Pully charged
e

ICYC Fully charged

250YC
250C Rully charged

Z50YC
250C Fully dharged

25CYC ]
25CYC I'ully charged
25CYC
25CYC Pully charged

this space intentional
left blank Y

L- V- D-

Name of Test Iltems

Mass
)

431. 28
431. 44
430. 76
431.19
430. 95
431. 38
431.58

431. 29

R-

Ltd. Test Report— Appendix

Before

oCcv
N

16. 22

16. 19

16. 22

16.20

16.22

16.20

16.21

16.21

F-

0-

Shock

Mass

9
431.

431.

430.

431.

430.

431.

431.

431.

30

42

77

19

95

39

60

30

4

After

ocv
N

16.21

16. 19

16.21

16. 20

16. 22

16. 19

16. 20

16. 21

4

Mass Loss

/%

. 00

.00

. 00

. 00

. 00

. 00

. 00

. 00

Note: L-Leakage V-Venting D-Disassembly R-Rupture F-Fire 0-No Leakage,No Venting,
No Disassembly,No Rupture & No Fire.

no. 1120060535

6/11
Residual
ocv Other
/% Event
99. %4 0
100. 00 0
99. 94 0
100. 00
100. 00 0
99. 94 0
9. 94 0
100. 00 0



- 6

SRICI Testing Co. , Ltd. Test Report—Appendix 6 NO. 1120060535
8/11
No. ° Name of Test Items |mpa—Ct
Sample No. Sample Status Max. External Temperature Other Event
009 107 S Capity 2.6 0
010 1w%:w5%0/§5oﬂcgpa“4ity 2.1 0
oil 00 5 Cpacity 2.8 0
012 ]CY]é:YE?@/EF)@CgoaMcity 90.4 0
013 1cv%:CY5C@/0500cgoacity 23.5 0
014 25&%6\%3@/?08@@@ 23.4 0
015 25(:2Y%:CY€>C@/§00cgoacity 2. 4 0
017 ZSC%(%C%/?@C/%\paCity 26. 9 0

This space intentionally left
blank

D- F- -
Note: D-Disassembly F-Fire O-No Disassembly & No Fire.



No.

Sample No.

019
020
021
022
023
024
025

026

D-

SRICI Testing Co. ,

This space intentionally left blank

F-

Sample Status
1CYC
1CYC Fully charged
1CYC
10YC Fully charged

1CYC
1CYC Fully charged

1CYC

1CYC Fully charged
25CYC ]

25CYC Fully charged
25CYC

25CYC Fully charged
25CYC

25CYC Fully charged
25CYC ill

25CYC Fully charged

Ltd.

Test Report-

7

Name of Test Items

Note: D-Disassembly F-Fire O-No Disassembly & No Fire.

Appendix 7

Overcharge

Other Event

NO . 11200806356
9/11



- 8
SRICI Testing Co. , Ltd. Test Report—Appendix 8  N0.112006063%5
10/11

No. Name of Test Items Forced discharge
Sample No. Sample Status Other Event

100

027 1CYC Fully discharged
100

028 1CYC Fully discharged
100

029 10YC Fully discharged 0
10YC

030 10YC Fully discharged 0
e

031 10YC Fully discharged 0
100C

032 10YC Fully discharged 0
100

033 1CYC Fully discharged
00

034 10YC Fully discharged 0
(0N

035 10YC Fully discharged 0
100C

036 1CYC Fully discharged 0
200

037 250YC Fully discharged 0
500

038 250YC Fully discharged
00C

039 250YC Fully discharged 0
250YC

040 250YC Fully discharged 0
200

041 250YC Fullly discharged 0
200

042 250YC Fully discharged 0
00

043 250YC Fully discharged 0
200C

044 250YC Fully discharged 0
00C

045 250YC Fully discharged 0
2500

046 250YC Fully discharged 0

D- F- 0-

Note: D-Disassembly F-Fire 0-No Disassembly & No Fire.



SRICI Testing Co. , Ltd. Test Report— Appendix NO. 1120060635

MODEL: LB-SU75
Li-ion BATTERY PACK
14.4V  5.2Ah (75Wh)

CAUTION *
DO NOT INCINERATE. MADE IN CHINA
DO NOT EXPOSE TO HIGHTEMPERATURES (14 "P)
DO NOT DISASSEMBLE. SWIT Electronics L*d.

**k*x *k*k



